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B029-01KIT : Marshall 

Compaction Mould 

STANDARD : ASTM D5581-96 

Consisting of: 

• B029-02 Mould body 

• B029-03 Filling collar 

• B029-04 Base plate 

Steel manufactured, plated against corrosion. 

Weight: 5 kg approx. 
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